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REANERERRNABRAS (CHANG CHUN PLASTICS CO., LTD.)

BHEI(EM)BRAS (CHANG CHUN CHEMICAL (ZHANGZHOU) CO., LTD.)

RHE(EL(CL#)AR2AS (CHANG CHUN CHEMICAL (JIANGSU) CO. LTD.)

104-83 &2 adtmATH830155 748 (7TH FLOOR, NO. 301, SONGJIANG RD., ZHONGSHAN DISTRICT 10483, TAIPEI, TAIWAN)

BT REEREGHPFEREMRIZHRER (The following sample(s) was/were submitted and identified by the applicant

as) :

R E (Sample Submitted By) . REAESRIBEMENDARAS (CHANG CHUN PLASTICS CO., LTD.)

% m& T (Sample Name) :  Polyamide 6 (PA 6)

22575 (Style/Item No.) :  PA6(10G0/10G1/10G2/10G3/10G4/10G5/10G6/10G7/10G8/10G9/10GF/
10GH/10X5/10X6/10X7/10X8/10X9,10GON,10G1N,10G2N,10G3N,10G4N,
10G5N,10G6N,10G7N,10G8N,10G9N,10GFN)

Wz H(Sample Receiving Date) : 09-Dec-2025

BIEH HARE (Testing Period) : 09-Dec-2025 to 16-Dec-2025
B E K (Test Requested) KIBEFEE - £%RoHS 2011/65/EU Annex I E1E5]15< (EU) 2015/863 Al

i~ 8~ ok - NEBES - ZIREEK - Z)RBEKES, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted sample(s).)

B 4R (Test Results) : FE2RB T —H& (Please refer to following pages.)
#  #(Conclusion) : RIBEFFIRENERM - HiS - #5  5k - NEH - ZIRBEK - ZREKEE DBP,

BBP, DEHP, DIBPEIHIER 45 R TS RoHS 2011/65/EU Annex |EE{EETHE < (EU)
2015/8637BR1EZEK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)

Tr&zﬁ/ Depanﬁnt Ma' &

Signed for and on behalf
SGS TAIWAN LTD.
Chemical Laboratory - Taipei
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REANERERRNABRAS (CHANG CHUN PLASTICS CO., LTD.)

BHEI(EM)BRAS (CHANG CHUN CHEMICAL (ZHANGZHOU) CO., LTD.)
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B SBAIFGR (Test Part Description)
No.1 1 EEEEEBHR (BLACK PLASTIC PELLETS)

HBIE 45 R (Test Results)

HAlEIER AR AE ==Kiv) MDL &R RIE
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1l
#® (Cd) (Cadmium (Cd)) £EIEC 62321-5: 2013 - DIKERSER | mg/kg 2 n.d. 100
B GIHREE DT o (With reference to IEC
#4 (Pb) (Lead (Pb)) 62321-5: 2013, analysis was performed | mg/kg 2 3.97 1000
by ICP-OES.)
7 (Hg) (Mercury (Hg)) £ E|EC 62321-4: 2013+ AMD1: 2017 - mg/kg 2 n.d. 1000

DU FERB S IR G HREE 4T - (With
reference to IEC 62321-4: 2013+ AMD1:
2017, analysis was performed by ICP-

OES)
7NMEEE Cr(VI) (Hexavalent Chromium £%|EC 62321-7-2: 2017 - DIZRAMNAE-TIR | mg/kg 8 n.d. 1000
Cr(VI)) HAHHEFT DT - (With reference to

IEC 62321-7-2: 2017, analysis was
performed by UV-VIS.)

—RHEZE (Monobromobiphenyl) mg/kg 5 n.d. -
T RER (Dibromobiphenyl) mg/kg 5 n.d. -
—REK (Tribromobiphenyl) mg/kg 5 n.d. -
TREER (Tetrab biphenyl ; k 5 d. -
e Epinr:abrzmgfpheennyyf) SEIEC 62321-6: 2015 - LISABAF /& mgjkg — -
T : SEEST « (With reference to IEC 62321 |22 S
7VREER (Hexabromobiphenyl) ] : mg/kg 5 n.d. -

— - 6: 2015, analysis was performed by

R (Heptabromobiphenyl) GC/MS,) mg/kg 5 n.d. -
JURER (Octabromobiphenyl) ' mg/kg 5 n.d. -
TLREEK (Nonabromobiphenyl) mg/kg 5 n.d. -
IR (Decabromobiphenyl) mg/kg 5 n.d. -
%R 48F (Sum of PBBs) mg/kg - n.d. 1000
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REANERERRNABRAS (CHANG CHUN PLASTICS CO., LTD.)
BHEI(EM)BRAS (CHANG CHUN CHEMICAL (ZHANGZHOU) CO., LTD.)
RHE(EL(CL#)AR2AS (CHANG CHUN CHEMICAL (JIANGSU) CO. LTD.)
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AHIER A 75E Bl MDL mR MRiE
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1
—REKEBE (Monobromodiphenyl ether) mg/kg 5 n.d. -
" REEEE (Dibromodiphenyl ether) mg/kg 5 n.d. -
—REEREE (Tribromodiphenyl ether) mg/kg 5 n.d. -
;R4 2K Bh (Tetrabromodiphenyl ether) g e g e | MAZK 5 n.d. -
TIREEEES (Pentabromodiphenyl ether) ?%LE\C 62321,_6: 2015 - LIRAREIT /5 mg/kg 5 n.d. -
—— - FEEDHT o (With reference to IEC 62321-
/VRESHE (Hexabromodiphenyl ether) 6: 2015, analysis was performed by ma/kg > nd -
TR KB (Heptabromodiphenyl ether) G.C/MS') mg/kg 5 nd. _
JURE:ZEE (Octabromodiphenyl ether) ' mg/kg 5 n.d. -
RHEABE (Nonabromodiphenyl ether) mg/kg 5 n.d. -
+TREEREE (Decabromodiphenyl ether) mg/kg 5 n.d. -
%R KB4 F (Sum of PBDEs) mg/kg - n.d. 1000
HBK _EPRL T KR AE (BBP) (Butyl benzyl mg/kg | 50 n.d. 1000
phthalate (BBP))
X _H#E T &5 (DBP) (Dibutyl 2%|EC 62321-8: 2017 - DImBETE/E | mg/kg 50 n.d. 1000
phthalate (DBP)) &M o (With reference to IEC 62321-
ME P (2-oESE)E (DEHP) (Di- |8: 2017, analysis was performed by mg/kg 50 n.d. 1000
(2-ethylhexyl) phthalate (DEHP)) GC/MS.)
HPK_EPRE — 52T Be (DIBP) (Diisobutyl mg/kg | 50 n.d. 1000
phthalate (DIBP))
&t (Note) :
1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm
2. MDL = Method Detection Limit (77;%1&RI1HR1E)
3. n.d. = Not Detected (K& 1) ; /NFSMDL / Less than MDL
4. "-" = Not Regulated (FBR1KE)
5. BRIFS AR - 28ILAC-G8:09/201PREMR RN - BB ERWREZ — 0 Aw=0)ETR/HESHHE ; RIBILRA - &

EMERZATGLUAHEREREMELE - (Unless otherwise stated, the decision rule for conformity reporting
is based on Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this
rule, the judgement of conformity is based on the comparing test results with limits.)
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Rs=s/

HEA(Date): 16-Dec-2025 H#((Page): 4 of 7

E2£®EKEE / Analytical flow chart of heavy metal

REBUMNOREE Z 1KY - K@ A% - (NBIAETZIERI )
These samples were dissolved totally by pre-conditioning method according to below flow chart.

( Cr®* test method excluded )

BUEIR M / Cutting * Preparation |
v

| Rl RES / Sample measurement |

§

l

I
| A Cr(VI)
4 Pb/#® Cd/5k Hg v v
v
. ~ N JE£E / Non-metal £ / Metal
FTBE R &/ BERE TSR | | | |

Acid digestion with microwave / hot plate ABS /PC/PVC | Rt #15/Others v

s v v #7KZER / Boiling

Dt@‘aif)liﬁﬁﬁﬁb/ %{}:5/()6'1600(;? water extraction

BE /Fi i issolving by H igesting
8 / Filtration ultrasonication at 150~160°C +
| v v HANBBEESR/
* + I-;ﬁg“cﬂ BT BER HUKE / Cool, filter digestate
p /D| esting at Separating to get i
7B / Solution 378 / Residue % 9 agueousgphage throughfilter
ultrasonlcat|on +
v i | -
- v MABBEEES /
;) E;@m%é / ':nglall f:smnl 5% pH / pH adjustment | carAk?a(ii?jlepPoerngglor
) ERAR/ 0 dissolve ¢ development

MARLFEFB S B AR RS ERE & AT/
Analysis was performed by ICP-OES

MARBEREE /Add dllohenyl
carbazide for color development

v

PUESME-TI R e Rk

v

® EIREARE

v

#4& / Data

PLESNE-TI R EEEE - 2REmE
ETE 540 nm WIRWE /
Measure the absorbance at
540 nm by UV-Vis

540 nm KTRUE /
Measure the
absorbance at
540 nm by UV-Vis

Spectrophotometer SpeCtr0p$Otometer
' |  m#/Data |
#4% / Data |
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REANERERRNABRAS (CHANG CHUN PLASTICS CO., LTD.)

BHEI(EM)BRAS (CHANG CHUN CHEMICAL (ZHANGZHOU) CO., LTD.)
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LRME/ZRBKBE D HTRIEE / Analytical flow chart - PBBs/PBDEs

MR AHER / First testing process _—
EIEMEFRER / Optional screen process — ====s=m:

R EF / Confirmation process -

K MmATEREE / Sample pretreatment
v

HEF 7/ Screen analysis

NN NEEEENEEEENEfEEEEEEEEEEEEEEEEEREE
v

¥ mEEEY / Sample extraction
R EHUE / Soxhlet method

1
v

EHVR R/ RTE
Concentrate/Dilute extracted solution

1
v

ZEEURBIE / Filter

1
v

RMENEREE /GC/MS

1
v

2018/ Data
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REANERERRNABRAS (CHANG CHUN PLASTICS CO., LTD.)
BHEI(EM)BRAS (CHANG CHUN CHEMICAL (ZHANGZHOU) CO., LTD.)
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Rs=s/

o ¥BE| 5> 4R IEE / Analytical flow chart - Phthalate

[z A%/ Test method: IEC 62321-8]

RmAlRE/ At /
Sample pretreatment/separation

'

#ml THF NS kimA Rz /
Sample dissolved/extracted by THF

|

EHURBE /
Dilute extracted solution

|

SEBTERZEIN /
Analysis was performed by GC/MS

'

2/
Data
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REANSRERRK N ARAS (CHANG CHUN PLASTICS CO,, LTD.)
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*BRPUMAFERER - AIRTASBERE Z&m/3 M. *
(The tested sample / part is marked by an arrow if it's shown on the photo.)
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** #iE4E (End of Report) **
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